MASS IV E BRI SECR NS
STRONGER THAN DRYALL

IMPACT RESISTANCE | OMNIBOARD GYPSUM
Impact Resistance Test: CMA Test N/A
Sample Size (inch): 11 x 9" 11" x 9"
Sample Thickness (inch): 3/8" 3/8"
Flexural Strength KJ/m’: 14.2 Mpa 2.4 Mpa
Impact Strength: 5KJ/m” N/A
Impact Object: | Rubber Hammer Rubber Hammer
Impact Object Mass (Kg): 1Kg 1Kg
Dropping Distance (m): 1m 1m
Test Result: No Damage Damaged
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